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Kowsar Mines & Mining Industries
Development Investment Co.

www.kowsarmining.com




Bascol Marble
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\ 3 930 kg/cm? 960 kg/cm? 2.7 gr/cm? %0.15
@« SI02 Al203 Fe203 Ca0 Na20 K20 MgO TiO2 MnO P205
\% 024 | %006 | %013 | %5312 | %007 | %002 | %1754 | %0.027 | %0.001 | %0.020
V S03 L.O.l Cl Ba Sr Cu Zn Pb Ni Cr
\ 0.38% 4649% |15ppm |[6ppm | 66ppm | 4ppm | Tppm | 8ppm | 15ppm | 5ppm




Crystal Marble

Qorveh Mines Complex

Crystal Mine |
VAN
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660 kg/cm? 680 kg/cm? 2.71 gr/cm? %042
@ SI02 AlI203 Fe203 Cao Na20

K20 MgO Tio2

MnO P205
\% 032 | %005 | %012 | %5424 | %006 | %002 | %118 | %0025 | %0.001 | %0.024
V S03 L.O.l Cl Ba Sr
\ O
.

Cu Zn Pb Ni
053 % 4352 %

10ppm (12 ppm

102ppm | 5ppm

6ppm | 4ppm

23ppm | 6ppm














































